
 

 

  

We make and supply Highest Quality of Titanium Dioxide, which undergoes 

Stringent Quality Control Test, In-House and also endorsed by many 

Independent Professional Testing Laboratories. 
 

 The Purity is more than 99.20%. 
 Always Dust Free and Free-Flowing. 
 All Heavy Metals are almost NIL. 

 

To re-confirm further, we also, periodically, get the samples Tested by all 

these Professional Laboratories in India. Such few Reports have been 

attached as under. 

 

 

 

M/s. Bimal Pharma Pvt. Ltd., Mumbai, India 
(ISO 9001 : 2015 & AEO T1 Certified Co.)  



TEST REPORT

BIMAL PHARMA PVT. LTD.

10, Indraprastha 1-C, Raheja Township, Opp. Ashoka 

Hospital, Jitendra Road Malad (East), Mumbai

400097

Mumbai   Maharashtra

Name & Address of Customer :

 Date:28/09/2024 

Test Report No. NF/24/2109/001673

Sample Picked/ Drawn By Sample Drawn by  Customer Sample Received Date 21/09/2024

Sample Quantity Approx. 100 g Sample Container Plastic Pack

Analysis Start Date Analysis End Date 28/09/202421/09/2024

#Customer Reference No. Letter Dated 20.09.2024

#Sample Name Titanium Dioxide, FCC VIII/E-171

#Manufacturing Date Aug 2024

Batch no./Lot No. 202408203

#Expiry Date Aug 2029

#Supplier M/S. Bimal Pharma Pvt. Ltd.

TEST RESULT

ParameterSr.No Method Result Unit

Heavy Metals

Antimony (as Sb) 1 BEE/SOP/FDP/044BLQ LOQ 0.01 mg/kg

Arsenic (as As) 2 BEE/SOP/FDP/0440.61 mg/kg

Barium (as Ba) 3 BEE/SOP/FDP/0441.33 mg/kg

Cadmium (as Cd) 4 BEE/SOP/FDP/044BLQ LOQ 0.01 mg/kg

Heavy Metal as Lead 5 BEE/SOP/FDP/0441.13 mg/kg

Mercury (as Hg) 6 BEE/SOP/FDP/044BLQ LOQ 0.01 mg/kg

Tin (as Sn) 7 BEE/SOP/FDP/0440.14 mg/kg

Boron (as B) 8 BEE/SOP/FDP/0440.20 mg/kg

Chromium (as Cr) 9 BEE/SOP/FDP/0442.22 mg/kg

Cobalt (as Co) 10 BEE/SOP/FDP/0440.05 mg/kg

Nickel (as Ni) 11 BEE/SOP/FDP/0440.55 mg/kg

Zinc (as Zn) 12 BEE/SOP/FDP/0443.03 mg/kg

Remarks : 

Note   : 1. # Information provided by customer.

END OF THE TEST REPORT 

Bhushan Chaudhari

Authorised Signatory
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TEST REPORT

BIMAL PHARMA PVT. LTD.

10, Indraprastha 1-C, Raheja Township, Opp. Ashoka 

Hospital, Jitendra Road Malad (East), Mumbai

400097

Mumbai   Maharashtra

Name & Address of Customer :

 Date:06/07/2023 

Test Report No. NF/23/0307/000637

Sample Picked/ Drawn By Sample Drawn by  Customer Sample Received Date 03/07/2023

Sample Quantity Approx 100g Sample Container Plastic Pack

Analysis Start Date Analysis End Date 05/07/202303/07/2023

#Customer Reference No. BEE/FD/2023-24-0154Rev1-26.06.23

#Sample Name Titanium Dioxide, E-171

#Manufacturing Date FEB 2022

Batch no./Lot No. 202202211

#Expiry Date FEB 2027

TEST RESULT

ParameterSr.No Method Result Unit

Heavy Metals

Antimony (as Sb) 1 BEE/SOP/FDP/0440.12 mg/kg

Arsenic (as As) 2 BEE/SOP/FDP/0440.19 mg/kg

Barium (as Ba) 3 BEE/SOP/FDP/0443.02 mg/kg

Cadmium (as Cd) 4 BEE/SOP/FDP/044BLQ LOQ 0.01 mg/kg

Heavy Metal as Lead 5 BEE/SOP/FDP/0443.90 mg/kg

Mercury (as Hg) 6 BEE/SOP/FDP/044BLQ LOQ 0.01 mg/kg

Tin (as Sn) 7 BEE/SOP/FDP/0440.52 mg/kg

Note   : 1.# Information Provided By Customer

END OF THE TEST REPORT 

Bhushan Chaudhari

Authorised Signatory

Terms and Conditions:

1.  This Report cannot be re-produced, except when in full, without the written permission from     BEE PHARMO LABS PVT.

2.  This Report, in full or in part, shall not be used to make any misleading claims or for any legal purposes.

3. The results pertaining to sample received in Laboratory.

4. Once issued, the test report/ certificate is in public domain 

5. Laboratory is not responsible for the authenticity of photocopied test report 
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EQUINOX TEST CERTIFICATE 
 

 Reference Number :   EQNX:MUM:LAB: F:20:12:1651R1       
 

PARTICULARS OF SAMPLE ANALYSED 

        

         
                

 Client Name :  Bimal Pharma Pvt Ltd         

 Address  :  I-C 10, Indraprasth CHS Ltd, Jitendra Road, Malad East, Mumbai - 400 097.     
                

 Contact Person :  Mr. Jagdish Parikh   Date of Receipt : 16-Dec-20   
              

 Sampling Location :  -    Date of Start of Analysis : 16-Dec-20   

               
 

Sample Description 

  Titanium Dioxide FCC VIII / E-171       

 :  Batch No. : 202002220   Date of End of Analysis : 19-Dec-20   

      Mfg Date : Feb, 2020         

      Exp. Date : Feb, 2025         

 Sample Drawn By :  Client   Date of Report : 31-Dec-20   

 Sample Quantity & 
: 
 

Approx 270g of food in a client packaging is intact without any leaks or breaks. 
    

 
Condition 

      
              

              

 RESULTS OF ANALYSIS           

 Heavy Metals :             
            

 Sr.No.   Parameters Units  Methods Results of Analysis limits as per FCC 
              

 1  Lead     mg/kg  SOP-CHM-27-00  BLQ Max 10 
              

 2  Cadmium     mg/kg  SOP-CHM-27-00  BLQ Not Specified 
              

 3  Copper     mg/kg  SOP-CHM-27-00  BLQ Not Specified 
              

 4  Arsenic     mg/kg  SOP-CHM-27-00  BLQ Max 1 
              

 5  Tin     mg/kg  SOP-CHM-27-00  BLQ Not Specified 
          

 6  Methyl Mercury as Mercury mg/kg  SOP-CHM-27-00  BLQ Not Specified 
              

 7  Mercury     mg/kg  SOP-CHM-27-00  BLQ Max 1 
                 
BLQ - Below Limit of Quantification  
LOQ (Limit of Quantification) for Heavy Metals = 0.5mg/kg  
FCC:Food Chemical Codex 

 
 
 

 
Authorised by 

 
 
 

 
Note: 
 
1. This report is valid for the tested sample only.  
2. Test report shall not be reproduced except in full & with written approval of Equinox Labs Private Limited  
3. This report should not be used for advertisement / judicial purpose.  
4. This report is issued in the lieu of report number --F:20:12:1651R-dated-21-Dec-2020. 




